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CHAPTER 1 INTRODUCTION 

1.1 Background 

A hollow core slab (Figure 1.1) is a precast prestressed structural member which has 

several voids extended through the member length to reduce its self-weight and increase 

economic benefit. In general, this type of slab is widely used as floor deck in office, 

residential buildings and parking structures because of its thermal and sound isolation 

characteristics. In addition, due to its light self-weight and high load bearing capacity, 

hollow core slabs is favorable choice for long spans and heavy live loads. During 

construction, hollow core slab units are placed side-by-side to each other to form a 

continuous floor system. The gap between the adjacent slabs is filled with non-shrink 

concrete. Finally, a layer of concrete surface is placed on the top of the slabs. 

 

Figure 1.1 Prestressed hollow core slabs 

(http://www.spcind.com/usr/product.aspx?id=189) 

The manufacturing process of precast prestressed hollow core (PHC) slabs consists 
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of 6 steps in total. They include preparing bed, running of strands, tensioning strand, 

pouring, cutting notches and inspection. The whole casting is made on a long casting bed. 

Before casting a slab, the steel strands should be tensioned first and this step is finished 

by wire stressing jack. Then, a casting machine extruder (Figure 1.2) is used to extrude 

concrete as molding while moving forward and the voids of PHC slab are formed by the 

tubes at the bottom of the machine. This machine is able to cast slabs of different depth 

from 150mm to 400mm. In order to obtain the required length of a PHC slab, a standard 

concrete saw is used to cut the slab.  

 

Figure 1.2 PHC slab extruder  

(http://www.xingyumachine.cn/goods-detail-id_39.html) 

A PHC slab only has bottom reinforcements, which can reduce around 40% usage of 

steel. Furthermore, the voids in the slabs can save approximate 30% of concrete (Mahmut, 

2011). In summary, easy construction technology, light self-weight, low cost and material 

usage make PHC slabs a very popular structural member in engineering application. 

Tubes 
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1.2 Motivations 

PHC slabs have wide applications. This type of slab is generally designed for 

resisting bending moment under uniformly distributed load. However, in some cases, the 

slab could possibly be subjected to concentrated load or line load, which can cause shear 

failure at the region close to support (Figure 1.3). Traditional methods of improving shear 

capacity of PHC slabs include increasing slab thickness and filling the voids. According 

to ACI 318-08 (ACI Committee 318, 2014), increasing thickness of slabs beyond a 

certain value would have negative effect on the shear capacity. On the other hand, filling 

voids would affect the advantages of light self-weight and low cost. The manufacturing 

process of PHC slabs does not allow for arranging shear reinforcement during slab 

fabrication. Without shear reinforcement, PHC slabs can only rely on the tensile strength 

of concrete to resist shear force. So strengthening shear capacity of a PHC slab is the best 

way to avoid shear failure of PHC slab while still retains its merits.  

 

Figure 1.3 Typical shear failure of the PHC slab 

Currently, Fiber Reinforced Polymer (FRP) Composite is widely used to strengthen 

and rehabilitate many structures. It is a kind of high strength composite material made of 

a polymer matrix reinforced with fibers. The FRP composite has the advantages in terms 

PHC Slab

Shear Failure Crack
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of its high tensile strength, light self-weight, flexible shape, waterproof capability, as well 

as good fatigue and corrosion resistance capacity. Bonding FRP composite sheets to 

structural members would hardly affect the original dimension and self-weight of the 

member, but could help to efficiently increase its load carrying capacity. Studies on using 

FRP composite sheets to strengthen shear capacity of PHC slabs are scarce. Most existing 

researches focused on using FRP composite to strengthen shear or flexural capacity of 

reinforced concrete beams or slabs and rehabilitate existing structures.  

In some shear strengthening studies, the role of bonded FRP sheets was considered 

to be similar as the shear stirrups. Thus, it is worth to study the feasibility and 

effectiveness of applying CFRP sheets to PHC slabs for shear strengthening. This thesis 

will propose a new shear strengthening approach which attaches Carbon Fiber Reinforced 

Polymer (CFRP) composite sheets to the inner surface of each void of a PHC slab to 

increase its shear capacity (Figure 1.4). 

 

Figure 1.4 Strengthening PHC slab by FRP sheets 
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1.3 Objectives 

The objectives of this study are proposed as follows: 

1. Evaluate the feasibility and effectiveness of a new shear strengthening technique for 

PHC slabs of which Carbon Fiber Reinforced Polymer (CFRP) composite sheets are 

bonded to the surface of internal voids of the slab to increase its shear capacity.  

2. Investigate the influence of several parameters on the shear strengthening effect of 

PHC slabs through experimental test, which include the prestressing level of the PHC 

slabs, the thickness and the length of applied CFRP sheets. 

3. Conduct a finite element simulation to understand the shear behavior of full width 

PHC slabs equipped with externally bonded CFRP sheets and evaluate the 

strengthening effects of applying different thicknesses and widths of CFRP sheets. 
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CHAPTER 2 LITERATURE REVIEW 

PHC slabs are very widely used in civil engineering applications. Thus, many 

experimental studies have been conducted to investigate the behaviors of PHC slabs 

including its flexural and shear capacity. This chapter will review exiting studies on PHC 

slabs.  

2.1 Shear failure types of PHC slabs 

Failure types of PHC slabs can be classified in three categories based on different 

shear span ratio. Shear span ratio is defined as a/d, where a is the distance between the 

support at the loading end and the loading point and d is the specimen depth. According 

to MacGregor and Bartlett (2000), failure mode can be divided into three main categories 

based on the shear span ratio. With a smaller shear span ratio (0 ≤ a/d ≤ 1.0), the 

loading point will be closer to the support which may cause anchorage failure. However, 

with a larger shear span ratio (a/d ≥ 6.0), flexural failure would occur. Shear failure is 

more likely to happen if the range of shear span ratio is between 1.0 and 6.0. In addition, 

based of EN 1168-08 (Deutsche, 2008), a shear span length of a = 2.5d or a = 600 mm, 

whichever is greater, should be applied during shear test of PHC slabs. 

Generally, there are two types of shear failure for PHC slabs, i.e. the flexural shear 

failure and the web shear failure. According to Araujo et al (2011), flexural shear cracks 

may occur in sections of which flexural cracks exist and web shear failure is possible to 

happen in the region close to support without any flexural cracks. 
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2.1.1 Flexural-shear failure of PHC slabs 

 

Figure 2.1 Flexure-shear failure of PHC slabs (Araujo et al, 2011) 

Flexural-shear failure (Figure 2.1) is most likely to occur in sections having bending 

cracks which is close to the ends of prestressed concrete members. When flexural stress is 

over the tensile strength of concrete, vertical tensile cracks would initiate at the bottom 

face of the slab. The crack propagates through the cover till it hits the prestressing strands. 

With the increase of load, the crack not only becomes wider but also extends across the 

prestressed reinforcements until reaches approximately the mid-height of the slab. With 

further increase of load, principal stress in the un-cracked part of the slab could exceed 

the tensile strength of concrete. Then, the vertical crack develops into a diagonal shear 

crack. If the originally initiated flexural crack occurs within the transmission length, it 

may lead to slippage of strands at the end of slab and cause brittle failure immediately. 

(Araujo et al, 2011). Flexural-shear failure is more likely to occur in prestressed concrete 

members subjected to uniform load than subjected to concentrated load (CTE-73-B4, 

1973). 
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2.1.2 Web shear failure of PHC Slabs 

 

Figure 2.2 Web shear failure of PHC slabs (Araujo et al 2011) 

Web shear failure (Figure 2.2) is caused by a diagonal crack in the web of a PHC 

slab at a location between the support and the loading point. This type of failure occurs 

when the maximum principle stress results from the combined effect of shear and bending 

exceeds the tensile strength of concrete (Yang, 1994). Before failure, no crack could be 

observed in the failure zone. When the resultant shear stress exceeds the tensile strength 

of concrete, a diagonal crack appears suddenly which leads to total collapse of the PHC 

slab. The orientation of the crack line is a 90° with respect to the direction of the principle 

tensile stress. Web shear failure is also called “shear-tension” failure. This type of shear 

failure is more likely to occur in members with high flexural resistance capacity, i.e. high 

prestressed deep beams or PHC slabs, when subjected to concentrated load close to 

support. 

2.1.3 Factors affecting PHC slab shear capacity 

According to studies by Anderson (1976) and Palmer and Schultz (2010), a number 

of factors could affect the shear capacity of PHC slabs. The main ones include the axial 

stress level, the geometry of cross section, the concrete strength and the shear span ratio.  
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2.1.3.1 Axial stress caused by prestressing 

Level of prestressing can affect the shear capacity of prestressed members. Shear 

capacity of prestressed member would increase with higher prestressing level. Because 

compressive stress provided by prestressing strands could help the concrete to resist the 

tensile stress due to external force which means that the compressive stress from 

prestressing would help to reduce the crack width and thus improve the concrete shear 

strength. However, Yang (1994) developed a 3D finite element model (FEM) to study 

shear behavior of a simply-supported I-shaped single web slab and found that higher 

presstressing level might not necessarily help to enhance the shear capacity. In addition, 

results showed that compared to circular voids, the shear capacity of a slab having 

noncircular voids would decrease if the prestressing level keeps on increasing.  

2.1.3.2 Geometry of cross section 

According to requirement of shear design standard provided by ACI 318-08 (ACI 

Committee 318, 2011), shear reinforcement should be applied to hollow-core units if  

the total untopped depth of the slab exceeds 317.5mm and the ultimate load levels less 

than expected. 

The geometric shape of slab voids can influence shear capacity of PHC slabs. Yang 

(1994) concluded that shear capacity of slabs with non-circular voids could be more 

critical than those with circular voids. The critical shear point of the slab with 

non-circular voids moved closer to the support at loading end than the slab with circular 

voids. Thus, the transferred effective prestressing force in strands would be very small 
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which may cause the slab to fail at lower load. 

2.1.3.3 Concrete strength 

Concrete strength has the most impact on the shear capacity of reinforced concrete 

members. Shear strength provided by concrete is 𝑉𝑐 = 𝜙𝑐𝛽λ√𝑓𝑐´𝑏𝑤𝑑𝑣 

(CAN/CSA-A23.3-04, 2004), where 𝑉𝑐  is the nominal shear strength provided by 

concrete, ϕc is concrete strength reduction, 𝛽 is the ability of cracked concrete to transmit 

shear by aggregate interlock, 𝜆  is the modification factor reflecting the reduced 

mechanical properties of lightweight concrete, 𝑓𝑐´  is the compressive strength of 

concrete, 𝑏𝑤 is the smallest width of cross section and 𝑑𝑣 is the effective shear depth. 

This Equation shows that contribution of concrete to shear capacity of PHC slab depends 

on cross sectional area and concrete compressive strength.  

2.2 Carbon fiber reinforced polymer (CFRP) composite 

CFRP is a type of strong and light composite material which is widely used in 

engineering application. This material was invented 50 years ago and it has been applied 

in civil engineering for 20 years. Mostly, this type of composite material is used to 

strengthen or rehabilitate decks, beams, columns and slabs of existing civil structures like 

buildings and bridges.  

Carbon fiber reinforced polymer consists of countless filaments of pure carbon. The 

thickness of CFRP is only 1/10 of width of a human hair. Many studies on applying CFRP 

in civil engineering structures have been conducted because of its light weight, good 
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corrosion resistance, flexible formability, high strength and high modulus (Cree et al, 

2014). The main advantages of CFRP composite are listed below: 

2.2.1 High strength to weight ratio 

The mass density of CFRP is only 1/5 of steel but the strength is 8 to 10 times of 

steel. A carbon fabric sheet is very thin. Thus, when used for repairing structures, it will 

hardly increase the self-weight of structures (Wang, 2010).  

2.2.2 Good durability 

CFRP is a non-corrodible material. It doesn’t rust, corrode or rot, and they resist 

attack from most industrial and household chemicals (Karbhari, 2009). On the other hand, 

the coefficient of thermal expansion of CFRP is very low (ACP, 2014).  

2.2.3 Good fatigue strength 

For normal metals, their fatigue strength is 45% of their tensile strength. However, 

for CRFP, its fatigue strength is 75% of its tensile strength (Wang, 2010). 

2.2.4 Ease of construction 

CFRP sheets can be easily cut into desired shape and size. It can be applied to 

structures having different shape and would hardly affect their original geometry. 

Furthermore, no large machinery is needed to install CFRP composite sheets (Wang, 

2010). 
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2.3 Existing studies of using FRP to strengthen concrete structures 

2.3.1 Shear strengthening of Reinforced Concrete beams using externally bonded 

FRP systems 

Currently, many researches have been conducted by using FRP sheets to 

strengthening shear capacity of RC beams. An experimental study on shear strengthening 

of RC members using CFRP composite sheets was conducted by Yu (2002). Results 

showed that applying continuous full FRP wrap was more effective in improving shear 

capacity of RC beams than applying the interval FRP wrap. Mofidi et al. (2011) evaluated 

the effects of strip-width-to-strip-spacing ratio when applying externally bonded FRP 

strips to strengthen the shear capacity of RC beams. He concluded that given a 

strengthened beam and the CFRP strip-width-to-strips-pacing ratio, beams strengthened 

by wider CFRP strips could provide more shear resistance than beams strengthened by 

narrower strips.  

Furthermore, a study by Monti and Liotta (2007) showed the type of U-jacketing 

(bottom and side bonding) of FRP sheets was more effective in enhancing shear 

resistance of RC beams than the side bonding alone. For specimens strengthened by 

U-Jacketing FRP sheets, using diagonal FRP strips could better enhance the shear 

carrying capacity of RC beams than using the vertical strips. It is worth mentioning that 

the specimen bonded by diagonal (45°) U-Jacketing FRP strips had an enhancement of 

shear capacity about 92%. Qu (2008) compared the shear behavior between specimens 

strengthened by full wrapped FRP sheets and U-wrapped FRP sheets through an 



 

13 
 

experimental study. A shear-span ratio of 2.0 was used for all specimens. Results showed 

an improvement of shear capacity of 24% in U-wrapped specimens and 36% in full 

wrapped specimens. All specimens failed in debonding failure. Compared to the 

U-wrapped specimen, the debonded full wrapped FRP sheets could still resist shear force 

after the load reached the peak value. The full wrapped specimen eventually failed due to 

the rupture failure of the FRP wrap close to the support. 

The formation of applied FRP sheets could also affect the effectiveness of shear 

strengthening of RC beams. An experimental study of using mineral-based composite to 

strengthen shear capacity of concrete structures was conducted by Blanksvärd et al. in 

2009. The maximum improvement of shear capacity on C40 (concrete quality based on 

Eurocode) beam specimen strengthened by CFRP gird was about 100%. On the other 

hand, two fiber orientations (vertical and horizontal) were also investigated during the 

experiments. The result showed that the specimens strengthened by the fiber of CFRP 

sheets oriented in vertical direction had more enhancement of shear capacity than 

horizontal fiber direction of CFRP sheets. 

Additionally, Islam et al (2002) conducted a study to explore shear strengthening of 

reinforced concrete (RC) deep beams using externally bonded CFRP system. Three 

different types of CFRP systems were applied to strengthen RC deep beams which 

include fiber wrap (Figure 2.3(a)), strips (Figure 2.3(b)) and grids (Figure 2.3c)). Based 

on the experimental results, it was found that the grid type FRP in normal orientation 
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performed better than the wrap or the strip type. Furthermore, the shear capacity of RC 

deep beam was found to improve with the increase of the grid bar cross-sectional area. 

The specimen strengthened by grid with groove (Figure 2.3(c)) showed about 40% of 

shear capacity enhancement, which implied that this technology is very effective to 

enhance the shear capacity of concrete member. 

 

Figure 2.3 Arrangement of externally bonded FRP systems (a) beam B1, (b) beam B2,  

(c) beam B5. (Islam et al, 2002) 

Abdel-Jaber at el (2007) conducted an experimental study to investigate the shear 

behavior of RC beams strengthened by CFRP sheets in different configurations and 

quantities. Three different fiber orientation types (horizontal, vertical and 45°) of CFRP 

sheets were attached to the side of each specimen. It was reported that the specimens 

strengthened by CFRP sheets with fiber oriented in horizontal and vertical directions had 

similar improvement of shear carrying capacity about 20%. However, specimens 
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strengthened by CFRP sheets with fiber oriented at 45° with respect to the horizontal 

direction showed a little bit less enhancement about 10%.  

However, results from some experimental studies also showed a remarkable 

improvement on shear resistance of RC beams to arrange the fiber of FRP sheets at 45° 

with respect to the horizontal direction. Bukhari et al. (2010) reported that the RC beam 

strengthened by diagonal CFRP sheets (Figure 2.4) had a significant improvement of 98% 

on shear carrying capacity. Additionally, it was found by Sim et al. (2005) that the 

strengthening effect could increase by more than 10% in the specimens strengthened by a 

45° fiber orientation than the specimens with a 90° fiber orientation. 

 

Figure 2.4 RC beam strengthened by side diagonal FRP sheets (Bukhari et al, 2010) 

Alzate (2012) indicated that applying different quantity of FRP sheets would cause 

different contribution of shear resistance of RC beams. Two different thickness of FRP 

sheets (0.293 mm and 0.176 mm) were investigated in the experimental study. It was 

found that the average shear capacity of the specimens strengthened by U-jacketing FRP 

sheets with a thickness of 0.176 mm was 219.5 kN. Besides, applying thicker FRP sheets 

would help the average of shear capacity of RC beams increase to 241.5 kN.  

2.3.2 Concrete slabs strengthened by FRP composite 

A study on strengthening flexural capacity and ductility of PHC slabs using FRP was 
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conducted by Liu et al. (2008). A total of seven specimens were tested. The studied 

parameters included the area of strengthening zone and the thickness of FRP sheets. It 

was observed that the control slab failed due to rupture of pretressed strand at mid-span, 

whereas shear failure at support and debonding failure of FRP sheets occurred in all the 

strengthened specimens. The shear capacity of the strengthened specimens improved from 

48% to 109%. Meanwhile, FRP sheets helped to increase the vertical deflection at 

mid-span after the yielding of prestressed strands. 

An experimental study of flexural behavior of PHC slabs externally bonded by 

CFRP sheets was conducted by Li et al. (2014). It was found that the average 

improvement of flexural capacity of the strengthened PHC slabs was about 67%. On the 

other hand, the average deflection of the strengthened specimens at mid-span was 

doubled.  

Florut et al. (2010) conducted a study on attaching externally bonded FRP strips to 

the bottom for retrofitting two-way RC slabs. The specimens were subjected to a 

uniformly distributed load over a central patch. Compared to the control slab, the 

specimens bonded by FRP strips showed about 59% increment of maximum load capacity 

and considerable increase of mid-span deflection. 

Another test of using hybrid composite material to reinforce flexural capacity of RC 

slab was investigated by Mosallam et al. (2012). The hybrid composite system included 

high performance concrete and CFRP composite sheets. This system was installed on the 
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Figure 4.17 gives some sample comparison between the actual cracking pattern and 

the plastic strain (PEEQ) results obtained by numerical simulation. Results show that the 

plastic strain and crack growth trend within the shear-tension region predicted by the FE 

model are consistent with the formed crack in the experiments. 

 
(a) S1-C 

 

(b) S1-1-450 
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(c) S2-C 

 

(d) S2-1-450 
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(e) S2-2-450 

Figure 4.17 Experimental cracking pattern and plastic strain (PEEQ) predicted by FE 

model 

4.6 Parametric Study 

Based on the above validations, the FE model developed in the current research is 

capable of properly simulating the behavior of the PHC slabs with and without 

strengthening by CFRP. Therefore, it can be used to conduct parametric study. Two 

important parameters were investigated in the experimental study, i.e. the strengthening 

length and the thickness of the CFRP sheets. Besides, during the experiments, in order to 

apply CFRP sheet easily, the CFRP sheets were cut into two pieces and arranged on each 

side of the slab internal void (Figure 3.2), covering an arc range of 150° on each side.  

Based on the results obtained from by PhaseⅠ, for PHC web beams, the specimens 

strengthened by the CFRP sheets with a length of 600 mm showed more improvement of 

shear capacity than the other cases. However, it is challenging to install 600 mm CFRP 

sheets in the PHC slab voids on site. Therefore, the parametric study conducted in this 



 

98 
 

section will focus on the impact of CFRP strengthening width (i.e. the arc range of CFRP 

sheets) and strengthening thickness (i.e. the number of layers of CFRP sheets) in affecting 

the strengthening effectiveness based on a strengthening length of 300 mm and 450 mm. 

The same geometric details and material properties as those in the earlier sections were 

used in the parametric study.  

4.6.1 Strengthening thickness 

Three different thicknesses of CFRP sheets, i.e. 1 layer, 2 layers and 3 layers in each 

void of PHC slabs, were applied to evaluate the shear strengthening effectiveness. Figure 

4.18 gives sample load-deflection relationships of S2-sereis-300 and S2-series-450 

specimens strengthened by three different thicknesses of CFRP sheets.  

The ultimate load and enhancing rate of each case obtained from FE model are 

portrayed in Figure 4.18 and summarized in Table 4.6. For the S2-series-300 model, the 

ultimate load of 1-, 2- and 3-layers models are 313kN, 333kN and 348kN, respectively. 

For a strengthening length of 300 mm, the average enhancement of shear capacity by 

each layer is 5.6%. The S2-series-450 models show a similar growth trend. The model 

strengthened by 3 layers CFRP sheets shows a significant improvement of shear capacity 

by 53.4% with the ultimate load reaches 457kN. The ultimate load of the S2-1-450 model 

and the S2-2-450 model obtained from finite element simulation are respectively 342kN 

and 405kN. With a CFRP strengthening length of 450 mm, the average strengthening 

effect provided by each layer of CFRP sheet is 19.3%. 
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(a) S2-series-300 

 

(b) S2-series-450 

Figure 4.18 FEM parametric study results of strengthening thickness effect 
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Table 4.6 Comparison between strengthening thickness effect by FE model 

FE Model-ID 
Strengthening 

thickness (layers) 

Failure 

load (kN) 

Enhancing rate compared 

to S2-C (298kN) 

S2-series-300 

1 313 5.0% 

2 333 11.7% 

3 348 16.1% 

S2-series-450 

1 342 14.8% 

2 405 35.9% 

3 457 53.4% 

4.6.2 Strengthening width 

The shear force in PHC slabs is mainly resisted by the concrete in the webs. In the 

current research, the CFRP sheets are installed along the internal perimeter of the slab 

voids. The enhanced shear capacity of the strengthened PHC slabs are provided by the 

tensile strength of the CFRP sheets. Since the maximum shear stress occurs at the 

mid-height of the web, it is reasonable to expect that only part of the CFRP sheets, i.e. 

those close to the mid-height of the web, would be the main contributor to the shear 

capacity enhancement. Thus, it is worth to study the effective strengthening width in three 

scenarios, i.e. with an arc range of 150°, 120° and 90°, respectively, which are shown in 

Figure 4.19. Besides, reducing the strengthening width of CFRP sheets would also bring 

down the cost and could help to make this technique more economic. 
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(a) Arc range of 150° 

 

(b) Arc range of 120° 

 

(c) Arc range of 90° 

Figure 4.19 Three different scenarios of strengthening width 

Table 4.7 shows the FEM results of four different CFRP strengthening widths based 

on the S2-2-450 FE model. It is interesting to note that the 120˚ case shows a very close 

ultimate load to the 150˚ case. Theoretically, this result indicates that a width of CFRP 

sheets corresponding to a 120˚ arc range could adequately cover the full critical shear 

tension region. With the width of CFRP sheets decreases, the ultimate shear capacity of 

PHC slab drops gradually. Even a strengthening width corresponding to a 90˚ arc range 

still shows a considerable enhancement of shear capacity by 32% compared to the 
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(c) 90° 

Figure 4.20 The distribution of principle tensile stress in CFRP sheets 

4.7 Summary of numerical simulation 

1. The finite element model developed in ABAQUS is capable of simulating the 

shear behavior of the non-strengthened and the strengthened PHC slab 

specimens in terms of load-deflection relationships, load-strain relationships and 

principle tensile stress in CFRP sheets. 

2. It is verified by the finite element simulation that the prestressing level may not 

necessarily affect the shear capacity of non-strengthened and strengthened PHC 

slabs. The shear resistance of PHC slabs is mainly influenced by the concrete 

property of PHC slabs and the applied CFRP sheets. 

3. Parametric study results show that with a certain length of strengthening zone, 

reducing the width of the applied CFRP sheets from 150° arc range to 90° arc 

range would slightly degrade the shear strengthening performance of this 

technique. Furthermore, increasing the thickness of the applied CFRP sheets can 

considerably enhance the shear performance of PHC slabs, especially when the 

strengthening zone is longer.  
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2. According to the results from parametric study of finite element simulation, the 

effectiveness of strengthening width should be further studied in the future tests. 
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APPENDIX A:  

Load vs longitudinal tensile strain in CFRP sheets relationships obtained from 

the first and the second strain-gauges 
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(a) S2-2-300 and S2-2-450 

 

(b) S2-1-450 and S2-2-450-series 

Load vs longitudinal tensile strain in CFRP sheets relationships obtained from the first 

strain gauge 
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(a) S1-series 

Load vs longitudinal tensile strain in CFRP sheets relationships obtained from the second 

strain gauge 
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(b) S2-1-450 and S2-2-450-series 

Load vs longitudinal tensile strain in CFRP sheets relationships obtained from the third 

strain gauge 

  

0

80

160

240

320

400

0 100 200 300 400

L
o
ad

 (
k
N

)

Strain (microstrain)

S2-1-450

S2-2-450

S2-2-450-2nd



 

112 
 

REFERENCES 

Abdel-Jaber Ma’en S., A.S. Shatanawi and Abdel-Jaber Mu’tasim S. (2007), Guidelines 

for Shear Strengthening of Beams Using Carbon Fibre-Reinforced Polymer (FRP) 

Plates, Jordan Journal of Civil Engineering, Volume 1, No. 4, 2007. 

ACI Committee 318. (2014). Building Code REquirements for Structural Concrete (ACI 

318-11) and Commentary (ACI 318R-11). American Concrete Institute, Farmington 

Hills, Michigan. 

ACP. (2014). Mechanical Properties of Carbon Fiber Composite Materials. ACP 

Composites, Inc. Livermore, California. 

Araujo C. A. M., Loriggio D. D. and Da Camara J. M. M. N. (2011), Anchorage Failure 

and Shear Design of Hollow-core Slabs, Structural Concrete 12 (2011), No.2. 

Alzate, A. (2012). “Análisis de los modelos de comportamiento de vigas de hormig ón 

armado reforzadas a cortante con polímeros armados con fibras (FRP).” Ph.D. thesis, 

Universidad Politécnica de Madrid, Madrid, Spain. 

Anderson, A. R.. (1976). Shear Strength of Prestressed Concrete Beams. Technical 

Bulletin 76-B11/B12, Concrete Technology Associates, Tacoma, WA, Nov, 45 p. 

Blanksvärd T., Täljsten B. and Carolin A. (2009), Shear Strengthening of Concrete 

Structures with the Use of Mineral-Based Composites, Journal Of Composites For 

Construction © ASCE, J. Compos. Constr., 2009, 13(1): 25-34. 

ASTM D3039/D3039M. 2014. Standard Test Method for Tensile Properties of Polymer 

Matrix Composite Materials, ASTM Committee D30 on Composite Materials. 

Bukhari I. A., Vollum R. L., Ahmad S. and Sagaseta J. (2010), Shear strengthening of 

reinforced concrete beams with CFRP, Magazine of Concrete Research, 2010, 62, No. 

1, January, 65–77. 

Cree D., Gamaniouk T. Loong M. L. and Green M. F. (2014), Tensile And Lap-Splice 

Shear Strength Properties of CFRP Composites at High Temperatures, 2014 American 

Society of Civil Engineers. 

CAN/CSA-A23.3-04. Canadian Standards Association, Rexdale, ON, Canada. Chajes. M. 



 

113 
 

J, Januszka. T. F, Nertz. D. R, Thomason. Jr. T. A. and Jr. W. W. (1995). Shear 

Strengthening of Reinforced Concrete Beams Using Externally Applied Composite 

Fibers. ACI Structural Journal, Vol. 92, pp295-303. 

CAN/CSA-A23.3-04. Canadian Standards Association, Rexdale, ON, Canada. Chajes. M. 

J, Januszka. T. F, Nertz. D. R, Thomason. Jr. T. A. and Jr. W. W. (1995). Shear 

Strengthening of Reinforced Concrete Beams Using Externally Applied Composite 

Fibers. ACI Structural Journal, Vol. 92, pp295-303. 

Chen G.M., Chen J.F. and Teng J.G. (2012). On the finite element modelling of RC 

beams shear-strengthened with FRP. Construction and Building Materials, pp. 3213–26. 

CTE-73-B4 (1973), Performance of Double Tees Without Web Reinforcement. 

Concrete Technology Associates, Tacoma, Washington. 

Coronado C. A. and Lopez M. M. (2006). Sensitivity analysis of reinforced concrete 

beams strengthened with FRP laminates. Cement & Concrete Composites 28 (2006) 

102–114. 

Deutsche N. (2008). Precast Concrete Products–Hollow Core Slabs (includes Amendment 

A1:2008). DIN EN 1168-08, CEN-European Committee for Standardization, Brussels, 

Belgium. 

Ebead U., Marzouk H. and Lye L. M. (2002). Strengthening of Two-Way Slabs Using 

FRP Materials: A Simplified Analysis Based on Response Surface Methodology. 2nd 

World Engineering Congress, Sarawak, Malaysia, 22-25 July. 

El Sayed W.E.,. Ebead U.A, and Neale K.W. (2005). Modelling of Debonding Failures in 

FRP-Strengthened Two-Way Slabs. Volume: 230. Pages: 461-480. American Concrete 

Institute.  

Florut S., Stoian V, Nagy-Gyorgy T., Dan. D. and Diaconu D. (2010). Retrofitting of 

Two-way RC Slabs with and without Cut-out Openings by Using FRP Composite 

Materials. Department of Civil Engineering, “Politehnica” University of Timisoara, 

2nd T. Lalescu, Timisoara, 300223, Romania. 

Karbhari V. M. (2009), Durability Data for FRP Rehabilitation Systems, Final Report 

Submitted to the California Department of Transportation Under Contract No. 

59A0309. 



 

114 
 

Kmiecik P. and Kamiński M. (2011), Modelling of Reinforced Concrete Structures and 

Composite Structures with Concrete Strength Degradation Taken into Consideration, 

Wrocław University of Technology, Wybrzeże Wyspiańskiego 25, 50-370 Wrocław, 

Poland. 

Li X., Zhang F. and Xu Q. (2014), Experimental study and computational analysis on PC 

hollow-core slabs strengthened with different FRP strips, China Civil Engineering 

Journal, Volume 47, No. 2, Shanghai, China. 

Liu S., Yan C., Wang G., Li J., Wang Y.. (2008). Experimental analysis on flexural 

capacity and ductility of pre-stressed RC hollow core slab strengthened by CFRP. 

Journal of Building Structures, 29(S): pp. 125-128. 

Macgregor, J.G., and Bartlett (2000), Reinforced Concrete: Mechanics and Design, 1
st
 

Canadian Edition, Ed, Prentice Hall Canada Inc., Scarborough, Ontorio, 1992, 1041 pp. 

Mahmut. S. C. (2011). Shear Behaviour of Precast/Prestressed Hollow core Slabs. A 

thesis submitted to the Faculty of Graduate Studies of The University of Manitoba. The 

University of Manitoba. 

Mofidi A., Chaallal O. and ASCE M. (2011), Shear Strengthening of RC Beams with 

Externally Bonded FRP Composites: Effect of Strip-Width-to-Strip-Spacing Ratio, 

Journal Of Composites For Construction © ASCE, J. Compos. Constr., 2011, 15(5): 

732-742 

Molded Fiber Glass (M.F.G.) CoMPanies (n.d.), Technical Design Guide for FRP 

Composite Products and Parts, www.moldedberglass.com Ashtabula, OH, United 

States. 

Monti G. and Liotta M.A. (2007), FRP-Strengthening in shear: Tests and Design 

Equations, Construction and Building Materials, Volume 21, Issue 4, Pages 799–809. 

Mosallam A, Taha M. M. R., Kim J. J. and Nasr A. (2012). Strength and ductility of RC 

slabs strengthened with hybrid high-performance composite retrofit system. 

Engineering Structures 36, pp. 70–80. 

Islam M.R., Mansur M.A. and Maalej M. (2004), Shear Strengthening Of RC Deep 

Beams Using Externally Bonded FRP Systems, Cement & Concrete Composites 27 

(2005) 413-420. 



 

115 
 

Palmer K. D. and Schultz A. E.. (2010). Factors Affecting Web-Shear Capacity of Deep 

Hollow core Unit. PCI Journal, Vol. 55, No. 2, pp. 123-146. 

Precast/Prestressed Concrete Institute (PCI). (1998). PCI Manual for the Design of 

Hollow Core Slab (2nd edition). Precast/Prestressed Concrete Institute, Chicago, USA. 

Qu Z. (2008), Analysis and design model of FRP shear-strengthened concrete beams, A 

thesis submitted to Tsinghua University. 

SIKA CANADA, Structural engineering solution and products, 

http://can.sika.com/en/solutions_products/document_download. 

Sim, J., Kim, G., Park, C., and Ju, M. (2005), Shear Strengthening Effects with Varying 

Types of FRP Materials and Strengthening Methods, ACI Special Publication, SP-230, 

7
th

 International Symposium on Fiber-Reinforced Polymer (FRP) Reinforcement for 

Concrete Structures, 2005, pp. 1665~1680. 

Wahalathantri, B.L., Thambiratnam, D.P., Chan, T.H.T., & Fawzia, S. (2011). A Material 

Model For Flexural Crack Simulation In Reinforced Concrete Elements Using Abaqus. 

Proceedings of the First International Conference on Engineering, Designing and 

Developing the Built Environment for Sustainable Wellbeing, Queensland University 

of Technology, Queensland University of Technology, Brisbane, Qld, pp. 260-264. 

Wang Q. (2010), Application State of Carbon Fiber Reinforced Polymers in Strengthening 

Technology of Civil Engineering, Hefei Cement Research and Design Institute, Hefei, 

Anhui, 230051 

Wu Y. (2015), Shear Strengthening of Single Web Prestressed Hollow Core Slabs Using 

Externally Bonded FRP Sheets, a Thesis Submitted to the Faculty of Graduate Studies 

of University of Windsor. 

Yang, L. (1994). Design of Prestressed Hollow Core Slabs with Reference to Web Shear 

Failure, Journal of Structural Engineering, ASCE, V. 120, No. 9, pp. 2675-2696. 

Yu L. (2002). Nonlinear finite element analysis of reinforced concrete member using 

carbon fiber sheet. A Dissertation submitted to the Faculty of Graduate Studies of The 

Tianjin University. Tianjin University. 

  



 

116 
 

VITA AUCTORIS 

NAME: Xianzhe Meng 

PLACE OF BIRTH: Beijing, China 

YEAR OF BIRTH: 1991 

EDUCATION: 

 

 

 

Beijing University of Technology, Beijing, China  

2009-2013 Bachelor degree in Civil Engineering 

 

University of Windsor, Windsor, ON, Canada 

2014-2016  M.A.Sc. Civil Engineering/Structural 

 


